
Americas ILC Cost Versus Linac Gradient
for gradient-independent cavity costs (blue curve, right plot), and 

gradient-dependent cavity costs (green curve, right plot) 
based on the yield from 17 Zanon EP cavities (left plot)
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Yield Curves for 3rd and 4th Series EP Cavities Based
on Different Vertical Test Performance Criteria


